
Qualitative analysis of daylight photoluminescence imaging 
compared to daylight electroluminescence imaging

Results I

Figure 3. Daylight PL images of two damage modules (a, c), and corresponding I-V
curves (b, d).

Materials

Figure 1. VIS image of a damage tested module (left). Indoor ELi measurement of
same module (right).

Figure 2. Set up for carried out Daylight PLi measurements (a) and for Daylight ELi
measurements (b).

Results II

Figure 4. Daylight EL (a) and PL (b) images of some solar cells of a
damage module.
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